PRODUCT SULIETIN COTTILTTR f BULLETIF NO: J-5573 j
:“JP;LL ACCISECET WALL TRATUSE DATE: €/ i
ACDUCTS PAGE: 1ci 2 ¥
APPROVALS: | g;{}/” PRODICING PLANT: CANCELS: J=33C3 )
bﬂ.?,, gakxd Ea SEATTLI DATE: 2/23/7
BU"‘HLN DESCRIPTICON % FCUNDS GALLOXNS
223 Tisastone 54,00 2200 i
447 Gestal 202 Tale 25,76 1050 ;
Cas 4sbasipg 7RO 4,91 200 !
251 ca, AMC 4,91 200
/46 Titoniym Tioront 1,82 75
056 Lyoiel Clay £.20 375
530 Polvrinvl Ale-hol 147 8]
200 ‘Keltooe 25 10
245 Mathosel 220 .25 10
453 Praserratie .12 5
164 Clyoxsl H07 L 20 12
350 1 msanto KGR 30 17
L35 Chtaramie 747 L.A7 &0
454, Dzfcamer, lionce PD-1 17 4
TOTAL 100,70 LDTL

MANUPACTIURING T STH

SUALITY CONTROY,:
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=
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Viscosity, 100 gn cune @ 5 sec
200 gram o 15C co v

rhor

1, Mixing time shall be & npinutns mpinimum ard 12 minutes maximum,

30 - 490

Fgual Lo Staudar

KG2001319



FRODUCT FULLETIN COVAR-TEX BULLETHIN NO: §-5302
DRYJALL ACCESSCRY WALL TEXTURE DATE: 6/3/74
FRODUCT S PAGE: 2 of 2
APFROVALS: N / PRODUCING PLANT: CANCELS: J-5303
o AT A A SHATTLE ~ DATE: 3/23/73
LABE }4{,1:7‘)-1‘."\ L H’
J ‘;
PRCDUCT SPRCIFICATIONS:
Test Mothod
=1 Yiseosity, 100 gn cone @ 5 secs
200 gm to 150 cc weter 30-40 rm
=14 viscosity, (mixing water of 110 cc/
100 gm) eps 25,000 - 35,000
TM-2 pH (Corning meter) g.,2 - 8.8
TM-24 Indicator Paper 7.0 - 8.5
T34 Bond @ 7C°F Satisfectory
TH-17 Applicaticn Fguasl to Stangard
Thi=18 Water Resictonce (minutes) 2 ninimaa
TH-19 fettling (inches) 3/16" maximan
=20 Crecsing o cracis
Ti=-25 Normal Applicaticn C;n:aistenc;y, ce 85-95
TH-25 Resistance to Spuring Egual to Stenrdard
Th= G Paintability Test Fgual to Stroreard
Tit-sl Wet Fub Tast Fgual to Stecdard

KG2001320



